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We present the development of a technique that enables the fabrication of three-dimensional (3D) porous
poly(e-caprolactone) (PCL)/elastin composites. High pressure CO, was used as a foaming agent to create
large pores in a PCL matrix and impregnate elastin into the 3D structure of the scaffold. The effects of
process variables such as temperature, pressure, processing time, depressurization rate, and salt con-
centration on the characteristics of PCL scaffolds were determined. Scaffolds with average pore sizes of
540 pm and porosity of 91% were produced using CO, at 65 bar, 70 °C, processing time of 1 h, depressur-
ization rate of 15 bar/min, and addition of 30 wt% salt particles. The PCL/elastin composites were then
prepared under different conditions: ambient pressure, vacuum, and high pressure CO,. The fabrication

Elastin
PCL of composites under vacuum resulted in the formation of nonhomogenous scaffolds. However, uniform
Porosity 3D composites were formed when using high pressure CO, at 37 °C and 60 bar.

Crown Copyright © 2011 Published by Elsevier B.V. All rights reserved.

1. Introduction

Polymers are used for the fabrication of hydrogel scaffolds
in tissue engineering. These polymeric scaffolds are intended
to support biological function by promoting the adhesion,
differentiation, and viability of cells [1] and also to provide
sufficient mechanical strength for the formation of functional engi-
neered tissue [2]. Extracellular matrix (ECM) proteins such as
collagen and elastin interact with cells via cell surface receptors and
regulate or direct cell function [3]. However, their utility as hydro-
gel scaffolds has been limited by their poor mechanical properties.
Synthetic biodegradable polymers such as poly(e-caprolactone)
(PCL), unlike natural ECM components, do not have specific cell-
binding sites but do have superior mechanical strength [4,5]. The
fabrication of hybrid synthetic/natural scaffolds allows for the
incorporation of a suitable balance of biological and mechanical
properties.

1.1. Fabrication of composite scaffolds

Various methods have been used to combine natural and
synthetic polymers for tissue engineering applications. Hybrid
PCL/collagen films were fabricated by impregnation of freeze-
dried collagen films with a solution of PCL in dichloromethane

* Corresponding author. Tel.: +61 2 93514794, fax: +61 2 93512854.
E-mail address: fariba.dehghani@sydney.edu.au (F. Dehghani).

followed by evaporation of solvent [6]. The fabricated composite
scaffolds had pore sizes ranging from 50 to 100 wm and could sup-
port the growth of human osteoblasts [6]. Two-dimentional (2D)
PCL/natural polymer composite films have been prepared by coat-
ing PCL films prepared by solvent casting with biomimetic ECM
components such as fibrin, gelatin, and fibronectin [7]. The fabri-
cated composites significantly promoted endothelial cells adhesion
and proliferation compared to pure PCL film [7]. Chen et al. fab-
ricated collagen/poly(D,L-lactide-co-glycolide) (PLGA) scaffolds by
embedding collagen fibers within a PLGA matrix [8]. In this method,
PLGA sponges were prepared by a solvent casting/particle leaching
technique using NaCl particles as the porogen and chloroform as the
solvent [8]. The sponges were then immersed in an acidic collagen
solution under vacuum to fill the pores of PLGA with collagen [8].
The composites were freeze-dried and subsequently cross-linked
with glutaraldehyde (GA) vapor [8]. The Young’s Modulus of the
fabricated composite was 1.23 MPa which was higher than that of
either PLGA (0.7 MPa) or collagen (0.2 MPa) [8]. A problem with the
use of organic solvent in these methods is that any residue left in
the material may be cytotoxic [9]. Electrospinning using natural
and synthetic polymers can give hybrid natural/synthetic scaf-
folds[10,11]. Electrospinning was used to fabricate hybrid scaffolds
comprised of PCL and natural proteins such as collagen, elastin,
and gelatin, by dissolving them in hexafluoro-2-propanol [12]. The
addition of PCL had no significant impact on porosity, but increased
the mechanical properties of composites compared to protein
alone. Collagen/elastin/PCL scaffolds presented pore sizes ranging
from 8 to 39 wm and Young’s Modulus between 25 MPa and 35 MPa
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[12]. Elastin can also be combined with other synthetic polymers
such as PLGA to produce hybrid electrospun biomaterials with
improved mechanical properties for vascular applications where
the modulus must be greater than 500 kPa [11]. The low thickness
of fabricated scaffolds and residual organic solvent (e.g. hexafluoro-
2-propanol) are major issues involved with using electrospinning
for the formation of natural/synthetic composite scaffolds.

1.2. Fabrication of porosity

Cell adhesion and proliferation in scaffolds can be promoted
by generating porosity within the 3D constructs [13]. Porosity is
induced in polymeric matrices using a variety of methods including
electrospinning, freeze-drying, and solvent casting/salt leaching
[2]. However, the disadvantages of these techniques include the
use of toxic organic solvent, formation of thin 2D structures, non-
homogenous and limited porosity, irregularly shaped pores, and
insufficient pore interconnectivity [2].

Gas foaming process using high pressure CO, has been widely
employed to eliminate the problems associated with the use of
these conventional methods for porosity generation. Porous struc-
tures of amorphous or semi-crystalline hydrophobic polymers such
as poly(lactic) acid (PLA), PLGA, PCL, poly(methyl methacrylate)
(PMMA) and polystyrene have been obtained using gas foaming
technique [14-17]. There are three basic steps in this process: (a)
polymer plasticization due to CO, diffusion into the polymer matrix
with increasing pressure, (b) nucleation of gas bubbles as a result
of depressurization and supersaturation, and (c) nucleation growth
due to the gas diffusion from the surrounding polymer [16,18]. The
formation of a non-porous external skin layer [19,20] and lack of
interconnectivity between pores [21] due to the rheological and
processing limitations are common issues in gas foaming tech-
nique. Gas foaming/salt leaching methods have been developed
to address these issues [22,23]; for example Salerno et al. pro-
duced PCL foams with porosity in the range of 78-93% and pore
sizes between 10 and 90 wm [23]. However, the gas foaming tech-
nique is not efficient for the creation of porosity in crystalline and
hydrophilic polymers.

Recently we developed a technique to create porosity in com-
posite tropoelastin/elastin hydrogels using high pressure CO, [24].
These composite hydrogels are formed in an aqueous phase without
using any surfactant. The compressive modulus of the fabricated
composite hydrogels increases 2-fold from 6.1 kPa to 11.8 kPa when
high pressure CO, is used compared to hydrogels produced at 1 bar
[24]. Further enhancement in mechanical properties of fabricated
elastin-based hydrogels is required for engineering of load bearing
tissues.

The aim of this study was to develop a rapid and solvent free
process for the fabrication of homogenous PCL/elastin hybrid scaf-
folds suitable for tissue engineering applications, particularly bone
and cartilage repair. Elastin is an insoluble ECM protein that pro-
vides various tissues in the body with the properties of extensibility
and elastic recoil [25]. PCL is a biodegradable and biocompatible
polyester with a low glass transition temperature (—60°C) and
melting point (60 °C), which make it easy to process [7]. PCL mem-
branes elongate up to 1000% before break, which displays its high
mechanical strength [4,5]. The results of our previous in vitro stud-
ies demonstrate that the addition of elastin to PCL dramatically
promotes chondrocyte adhesion to PCL scaffolds [26]. In this study,
the feasibility of using gas foaming/salt leaching technique for the
creation of large pores (i.e. >500 wm) in PCL was assessed. The
efficiency of high pressure CO, and vacuum for impregnation of
elastin into the PCL porous structure to fabricate PCL/elastin com-
posites was assessed by SEM, FTIR, weight gain elastin stability, and
swelling ratio measurements.

2. Materials and methods
2.1. Materials

a-Elastin extracted from bovine ligament was purchased from
Elastin Products Co. (MO, USA). PCL (M =80kDa, Ty=60°C,
Tg=-60°C), GA and NaCl were purchased from Sigma-Aldrich.
Food grade carbon dioxide (99.99% purity) was supplied by BOC.
NacCl particles were ground and sieved to generate particles in the
range of 100-700 pm.

2.2. Fabrication of PCL/elastin composite scaffolds

The schematic diagram for producing composite PCL/elastin
scaffolds is illustrated in Fig. 1. The fabrication of hybrid scaffolds is
characterized by four steps: (1) preparation of the PCL/NaCl blend
by melt mixing; (2) gas foaming of the PCL/NaCl composite using
dense gas CO,; (3) leaching out the salt particles from the PCL scaf-
fold; (4) embedding elastin into the PCL scaffold and cross-linking
under either high pressure CO,, atmospheric conditions or vacuum.

2.3. Formation of porous PCL scaffold

Experiments were conducted to determine the effects of gas
foaming processing parameters on the pore characteristics of PCL.
Process variables include saturation temperature (Ts), saturation
pressure (Ps), soaking time (S;), depressurization rate (DPR), salt
particle size and concentration. In each run, PCL was first melted at
60°C and blended for at least 10 min with NaCl particles. The blend
was then placed in a custom-made Teflon mold and cooled at 25°C
for 10 min to form disk-shaped samples (d =5 mm, h=3 mm).

A gas foaming process was then used to fabricate porous PCL
scaffolds. The same experimental set-up as in our previous study
was used for the gas foaming process [24]. In each run, a PCL/NaCl
disk was placed inside a high pressure vessel (Thar, 100 ml view
cell). The system was then pressurized with CO, to a predetermined
Ps using a syringe pump (ISCO, Model 500D) and the pump was then
run at constant pressure mode. The temperature was increased to
the desired Ts using the Thar reactor temperature controller; the
system was maintained at these conditions for a set period of S;.
The temperature was then gradually decreased to a foaming tem-
perature of 34°C at which point the inlet valve was closed and the
system was depressurized at a predetermined DPR.

Fabricated PCL/NaCl samples were soaked in MilliQ water at
room temperature for 24h to leach out salt particles and then
dried. Salt leaching ratio (¢) measurements were used to deter-
mine the amount of NaCl leached out from the PCL scaffolds using
the following equation:

_ (W — Wa)/Wh

x 100
Cnact

4
where W, is the weight of the PCL/NaCl sample before salt leach-
ing, W, is the weight of the PCL scaffold, and Cy,( is the initial
concentration of NaCl in PCL/NaCl blend.

2.3.1. Fabrication of composite PCL/elastin scaffolds

Porous PCL scaffolds were soaked in an aqueous solution con-
taining 5% (w/v) elastin and 0.25% (v/v) GA at 37°C to fabricate
composite scaffolds. Three different operating conditions compris-
ing atmospheric pressure, vacuum, and high pressure CO, were
used for embedding and cross-linking of elastin into the 3D struc-
ture of PCL. The cross-linking reaction was conducted for a period
of 24h when atmospheric pressure and vacuum (—1MPa) were
used to form the composites. The fabricated constructs were then
washed repeatedly in PBS (10 mM phosphate, 150 mM NaCl; pH
7.4), and then placed in 100 mM Tris in PBS for 1h to quench the
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Fig. 1. Schematic diagram for the production of PCL/elastin composite scaffolds.

cross-linking reaction. After Tris treatment, the composite scaffolds
were washed twice and stored in PBS.

The gas foaming apparatus was used for the preparation of
PCL/elastin hybrid scaffolds at high pressure. The PCL scaffold was
placed in a Teflon mold inside a high pressure vessel; elastin solu-
tion containing GA was then injected into the mold. After the vessel
was sealed and equilibrated at 37 °C, the system was pressurized
with CO, to 60 bar, isolated and maintained under these condi-
tions for 1 h. The system was then depressurized at 15 bar/min and
the sample was collected. The fabricated composite scaffold then
quenched with Tris as described above.

Gravimetric analysis was used to determine the amount of
elastin embedded in the 3D PCL scaffolds using the following equa-
tion:

WComposite - WpaL <100
WecL

where Weomposite 1S the weight of the PCL/elastin composite scaffold
and Wpc is the weight of PCL scaffold.

Weight gain =

2.3.2. Scanning electron microscopy (SEM)

SEM images of samples were obtained using a Zeiss Qemscan at
15KkV to determine the pore characteristics of the fabricated PCL
scaffolds and to examine the penetration of elastin into the 3D
structures of PCL matrices. Lyophilized constructs were mounted
on aluminum stubs using conductive carbon paint then gold coated
prior to SEM analysis.

2.4. Average pore size and porosity calculation

Image ] software was used to calculate the equivalent circle
diameter (ECD) of the pores using SEM images. For each sample
several SEM images were taken. The sizes of at least 100 pores
were measured using the Image ] Software and the average pore
sizes was then calculated.

Porosity of the scaffolds was calculated using the following
equation:

. A
Porosity = /Tp

T
where Ap is total area of pores in each cross section and Ar is the
total area of each cross section. Image ] Software was used to cal-
culate Ap and Ar. For each sample at least ten SEM images were

analyzed and the average porosity for each group of images was
measured.

2.5. Fourier transform infrared (FTIR) spectrometer

FTIR analysis was used to qualitatively characterize the func-
tional groups of elastin and PCL, and to confirm the 3D penetration
of elastin into the PCL scaffolds. FTIR spectra were collected at the
resolution of 2cm~! and signal average of 32 scans in each inter-
ferogram over the range of 1900-1400cm~"! using a Varian 660
IR FTIR spectrometer. Composite scaffolds with thickness of 3 mm
were used for FTIR analysis. The depth of elastin penetration into
the PCL scaffolds was evaluated by performing FTIR analysis on the
top surface and two layers manually cut from within the composites
(i.e. 1 mm and 2 mm below the surface).

2.6. Water uptake properties

The water uptake ratios of PCL scaffold and PCL/elastin compos-
ites produced under high pressure CO, and vacuum were measured
at 37°Cin PBS solution. The scaffolds were lyophilized to calculate
their dried weight. The samples were then soaked in 10 ml PBS
for 24 h. The excess liquid was removed from the samples and the
water uptake was calculated based on a ratio of the increase in mass
to that of the dry sample. The reported data at each condition was
the average measurement for at least three scaffolds.

2.7. Elastin retention/stability ratio measurement

The stability of embedded crosslinked elastin within the 3D
structures of composites was evaluated by immersing PCL/elastin
composites fabricated under high pressure CO, in PBS solution at
37°C for up to 7 days. The composites were taken out of the PBS
solution at time intervals of 1, 2 and 7 days, washed with distilled
water, freeze-dried and weighed. Elastin retention ratio measure-
ment was used to determine the amount of elastin remaining
within the 3D structures of composite scaffolds after soaking in PBS
solution at different time intervals, using the following equation:

(Wcornposite - WPCL)b

x 100
Wcomposite - WI’CL)a1

Elastinretentionratio =
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(Wcomposite — Whpcr)a and (Wcomposite — WhpcL)p represent the weight
of the elastin within the PCL scaffold after and before immersion
in PBS solution for a given time, respectively.

2.8. Statistical analysis

Data is reported as mean + STD. One-way analysis of variance
(ANOVA) with Bonferroni post hoc tests for multiple comparisons
was performed using SPSS software for Windows version 18.0.1.
Statistical significance was accepted at p <0.05 and indicated in the
figures as *p <0.05, **p<0.01, and ***p < 0.001.

3. Results and discussion

The objective of this study was to create PCL/elastin composites
with a large average pore size and a high degree of pore inter-
connectivity that could potentially be used for load-bearing tissue
engineering applications including cartilage replacement. Chron-
drocyte proliferation and ECM production in gelatin scaffolds can
be seen when the pore sizes are in the range of 250-500 pwm [13].
On this basis, PCL scaffolds were fabricated with pore sizes larger
than 500 wm so that following the subsequent elastin impregna-
tion process, the PCL/elastin composites would retain pore sizes
suitable for cellular penetration and growth.

Preliminary results for gas foaming neat PCL demonstrated that
the process was not efficient for creating large interconnected
pores. A skin layer was formed on the top surface of scaffold, when
the gas foaming process was conducted at 65 bar, 70°C for 1 h, and
DPR of 15 bar/min; at these conditions the pore size was less than
150 wm throughout the cross-section of sample. This result was in
agreement with previous studies where PCL scaffolds with average
pore sizes of 150 wm were obtained at 250 bar, 40°C, and DPR of
20bar/min [27]. It has been demonstrated that the addition of NaCl
particles to polymer as a hardening agent can increase pore-wall
opening during foaming and enhance pore interconnectivity [23].
A gas foaming/salt leaching process was therefore investigated as
a means of fabricating large interconnected pores in PCL scaffolds.

Gas foaming process parameters, NaCl particle size and concen-
tration were manipulated to tailor the pore characteristics of PCL
scaffolds.

3.1. Effect of salt

The effects of NaCl particle size (i.e. 100-300 .m, 300-500 wm,
and 500-700 wm) and concentrations (30 wt%, 60 wt%) on pore
characteristics and the leaching ratio (¢) were determined. For
this investigation, gas foaming process was conducted at 65 bar,
70°C, using S; of 1h and DPR of 15bar/min. A salt concentra-
tion of 30 wt% was used to determine the effect of NaCl particle
sizes on pore morphology of fabricated PCL scaffolds. There was
a correlation between the pore size of fabricated scaffold and salt
particle size; as shown in Figs. 2 and 3A, increasing the salt par-
ticles from 100-300 pm to 300-500 pwm significantly enhanced
the pore sizes of PCL scaffolds from 175+20 um to 390+ 15 wm
(p<0.01). The highest average pore size of 540 + 18 wm and poros-
ity of 91.14+1.2% were obtained when porogen particle sizes of
500-700 wm were used Fig. 3. The normalized PCL pore size dis-
tributions using various ranges of salt particle sizes are shown in
Fig. 4. As shown in Fig. 4A, using a particle size range of 100-300 wm
resulted in generating pores with average size less than 400 wm.
The percentage of pores larger than 400 wm approached 45% and
70% by increasing the porogen particle size to 300-500 wm and
500-700 wm, respectively (Fig. 4B and C).

Salt particle sizes in the range of 500-700 wm were used
to determine the effect of NaCl concentrations. As indicated in
Figs. 2 and 3A, the pore sizes of PCL scaffolds significantly increased
from 310+ 15 wm to 540 + 18 wm by decreasing the NaCl concen-
tration from 60 wt% to 30 wt%, respectively (p <0.001). Increasing
salt concentration from 30 wt% to 60 wt% significantly decreased
the porosity of the fabricated scaffold from 91.1 + 1.2% to 50 + 1.2%
(p<0.001), as shown in Fig. 3B. In addition, ¢ was enhanced from
70% to 100%, when the salt concentration was reduced from 60 wt%
to 30 wt%. Salerno et al. observed a similar behavior for the effect
of salt concentration on pore characteristics; PCL scaffolds with

Fig. 2. SEM images of PCL scaffolds fabricated by the gas foaming/salt leaching process, using salt particle sizes of 100-500 p.m (A), 300-500 wm (B), and 500-700 p.m (C and
D). (Salt concentrations of 30 wt% were used in (A-C), and 60 wt% in (D); arrows show salt particles within pores of PCL scaffold.)
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Fig. 3. Effect of salt particle size and concentration on the pore sizes (A) and porosity (B) of PCL scaffolds fabricated by the gas foaming/salt leaching process.

average pore size of 100 wm and 87% pore interconnectivity were
produced using CO, at 65 bar, 70 °C for 3 h, and 30 wt% salt concen-
tration [23]. These pore characteristics are not suitable for cartilage
tissue engineering where pore sizes in the range of 250-500 pwm are
required [13].

Reduction in the pore sizes of fabricated scaffold, using 60 wt%
NaCl, might be due to an increase in the stiffness of the PCL/NaCl
blend, which resulted in limited CO, diffusion. Consequently, the
porosity of scaffolds was decreased from 91.1 + 1.2% to 50 + 1.2%, by
increasing the NaCl concentration from 30 wt% to 60 wt%. Salt parti-
cles were entrapped inside the structure of PCL scaffolds fabricated
using 60 wt% NaCl, as shown in Fig. 2D. At this salt concentration,
pores were mainly formed by gas foaming (<150 wm) and less pores
were formed by salt leaching. Therefore, the average pore size of
scaffold fabricated with 60 wt% NaCl was 320 wm, which was lower
than the size of salt particle (500-700 p.m) that were used.

It is critical to create highly interconnected pores with aver-
age size above 500 wm in PCL scaffold to facilitate both elastin
penetration and cell proliferation in 3D structure. The presence of
pore interconnectivity and large pore sizes can minimize surface

tension and facilitate elastin penetration into the porous structure
of PCL. In this study, porogen concentration of 30 wt% and particle
size in the range of 500-700 wm were used to fabricate PCL
scaffolds.

3.2. Effect of gas foaming

Manipulation of processing parameters including Ps, Ts, DPR,
and S; during gas foaming allow for control over the porous
architecture of fabricated PCL scaffolds (Table 1). Preliminary
results demonstrated that a non-uniform porous PCL scaffold was
produced when the depressurization stage was conducted at tem-
peratures above 34°C. Di Maio et al. also reported that using
foaming temperatures above 34°C resulted in the formation of
non-homogeneous PCL structures consisting of few large pores
[28]. The formation of non-uniform pores in PCL structures can
be due to PCL melting at high pressures and its inability to crys-
tallize. Coalescence phenomena are likely to occur because of the
low viscosity of PCL, which would not permit a complete stabili-
sation of the cellular structure. Therefore, in this study a foaming
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Fig. 4. Normalized pore size distribution of the PCL scaffolds fabricated using NaCl particles sizes of 100-300 pwm (A), 300-500 pm (B), and 500-700 pm (C). (A salt

concentration of 30 wt% was used.)
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Table 1

Effect of gas foaming parameters on leaching ratio, average pore sizes and porosity of PCL scaffold produced by using gas foaming/salt leaching process.

Ps (bar) Ts (°C) St (h) DPR (bar/min) @ (%) Average pore size (jum) Porosity (%)
65 34 1 15 33 210 £ 20 23.1 £32
65 70 1 15 100 540 + 18 91.1 £ 1.2
65 100 1 15 100 530 + 21 89.2 £33
30 70 1 15 80 320 £ 15 519 £ 45
100 70 1 15 70 310 £ 15 64.2 + 2.1
65 70 2 15 100 545 + 10 912 £29
65 70 1 400 97 158 + 10 60.1 £ 1.1

temperature of 34°C was used to investigate the effects of pro-
cessing parameters on the pore morphology of fabricated PCL
scaffolds.

The effects of the gas foaming process variables including Ps,
Ts, St, and DPR on the pore characteristics of PCL and ¢ were deter-
mined. Ts was varied between 34 °Cand 100 °C and Ps in the range of
30-100bar to investigate the effect of Ts and Ps. Two different rates
of depressurization including 15 bar/min and 400 bar/min, and S¢
of 1 h and 2 h were also used to investigate the effect of DPR and S¢
on the pore size of PCL scaffolds, respectively.

3.3. Effect of saturation temperature (Ts)

The effect of Ts on the pore morphology of fabricated PCL scaf-
folds was assessed at 65 bar for 1 h and using DPR of 15 bar/min. As

* 200 um
i

-

&

200 pm

shown in Fig. 5 and Table 1, the average pore sizes of PCL scaffolds
were significantly enhanced from 210+ 20 pum to 540418 pum,
when T was increased from 34°C to 70°C (p<0.01). In addition,
only 33% of salt particles leached out when T of 34°C was used,
confirming lower pore interconnectivity. In comparison, at Ts of
70°C complete salt removal could be obtained (Table 1). These
results were in agreement with decreasing the porosity of scaffolds
fabricated at lower saturation temperature, 23.1 4+ 3.2% compared
to 91.1 £1.2%. An elevation of Ts from 70°C to 100°C had negli-
gible effect on the pore sizes and porosity of fabricated scaffolds;
this can be explained by the effect of CO, pressure on PCL melting
point depression and also variation of the CO, density at these two
temperatures.

Increasing Ts reduces the viscosity of PCL, which results in the
diffusion of CO, within the polymer matrices and formation of scaf-

Fig. 5. SEM images of PCL scaffolds fabricated using the gas foaming/salt leaching process with a Ts of 34°C and 65 bar (A), 70 °C and 65 bar, (B), 100°C and 65 bar (C), 70°C

and 30 bar (D), and 70°C and 100 bar (E) (DPR of 15 bar/min, and S; of 1 h were used).
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200 pm

200 pm

Fig. 6. SEM images of PCL scaffold fabricated by the gas foaming/salt leaching process using DPR of 400 bar/min and St of 1 h (A), DPR of 15 bar/min and St of 2 h (B), and DPR

of 15 bar/min and St of 1h, (Ps of 65 bar and Ts of 70 °C were used).

folds with larger pores [15,29]. The PCL melting point is decreased
from 60°C to 46 °C when the CO, pressure is increased from 1 bar
to 65 bar [30]; therefore, in this study PCL was melted at Ts above
46°C and pressures higher than 60 bar. NIST REFPROP software was
used to determine CO, density at various operating conditions. The
density of CO, slightly decreased from 150 kg/m3 to 145 kg/m?3 at
65 bar, when the temperature was increased from 70°C to 100°C.
Therefore, the amount of CO, dissolved in molten PCL did not
significantly change by raising temperature. It can be concluded
that Ts of 70°C was adequate for PCL gas foaming/salt leaching
process.

3.4. Effect of saturation pressure (Ps)

The Ps may have a significant impact on pore characteristics of
PCL scaffolds. Previous studies demonstrated that no porosity is
formed in PCL when it is pressurized with CO, at 70°C and 30 bar
[28]. However, increasing the processing pressure to 59 bar results
in the formation of PCL scaffolds with average pore sizes of 250 um
[28]. In contrast, Tai et al. showed that the pore sizes of PLGA scaf-
folds fabricated by a gas foaming process are reduced when the
processing pressure is increased from 60 bar to 150 bar [31]. In this
study, gas foaming was conducted at Ts=70°C, DPR= 15 bar/min,
and S;=1h to investigate the effect of Ps on ¢ and pore sizes
of PCL scaffold (Table 1). As shown in Fig. 5, increasing Ps from
30bar to 65 bar significantly increased the pore sizes of PCL from
320+ 15pm to 540+ 18 um (p<0.01). The effect of pressure on
pore sizes can be explained by polymer plasticization and increas-
ing CO, solubility in the molten phase at elevated pressures. A
further increase of Ps to 100 bar reduced the average pore size of
fabricated scaffolds to 310 + 15 pwm; increasing the amount of CO,
in the polymer phase increased gas nucleation density during the
depressurization stage, resulting in the production of a large num-
ber of smaller pores [15]. Furthermore, it has been reported that
the melting temperature of PCL decreases from 46 °C to 26 °C, when
CO, pressure is increases from 65 bar to 100 bar [30]. Therefore, at

a foaming temperature of 34°C and 65 bar, the PCL was not in a
molten phase and solidified around the generated gas bubbles dur-
ing depressurization; this resulted in the formation of large pores.
However, at 34°C and 100 bar; PCL was maintained in a molten
phase during the depressurization stage which led to the genera-
tion of smaller pores.

As shown in Table 1, salt particles had completely leached out
when using a Ps of 65 bar; however, ¢ was 80% and 70%, when the
PCL was pressurized to 30 bar and 100 bar, respectively. Moreover,
highest porosity, 91.1 +£1.2% was achieved when a saturation
pressure of 65bar was selected, as shown in Table 1. Therefore, a
Ps of 65 bar was selected to fabricate PCL scaffold.

3.5. Effect of depressurization rates (DPR)

The effect of DPR on pore morphology of PCL scaffolds was
investigated by performing gas foaming at Ps=65bar, Ts=70°C,
and S¢ =1 h. As shown in Fig. 6, fast depressurization (400 bar/min)
resulted in the formation of non-homogenous PCL scaffolds with
average pore sizes of 158.14+ 10 wm. The pore sizes of fabricated
PCL scaffolds were increased to 540 + 18 wm, when the DPR was
decreased to 15bar/min (Table 1). Tai et al. also reported the for-
mation of non-homogenous structure of PLA scaffold produced at
35°C, 230bar for 1h using a relatively fast depressurization of
115 bar/min; however, decreasing the DPR to 2 bar/min resulted
in the formation of uniform PLA scaffolds with larger pores [31].
Lowering DPR can provide extra time for the gas nuclei to grow
and generate larger pores [15,31].

3.6. Effect of soaking time (S;)

The effect of S; on the pore morphology of fabricated PCL scaf-
folds was assessed at 65 bar, 70 °C for, and using DPR of 15 bar/min.
As shown in Table 1 and Fig. 6, S; had a negligible effect on the
pore sizes and porosity of PCL scaffolds; increasing St from 1h to
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Fig. 7. SEM images of PCL/elastin composites fabricated using high pressure CO; (A and B), atmospheric pressure (C and D), and vacuum (E and F). Top surfaces are shown
in A, C, and E; cross-sections in B, D, and F (arrows show the cross-linked elastin within the PCL scaffold).

2h slightly changed the average pore size from 540+ 18 um to
545 + 5 m, and the porosity of both samples porosity was approx-
imately 91%. This indicates that CO, saturated the PCL phase within
1 h because of the high mass transfer properties of CO, and also the
small size of sample used in this study. Consequently, a soaking
time of 1h was considered adequate for the generation of appro-
priate pore sizes in the PCL scaffolds.

The porosity of a scaffold greatly affects the cellular adhesion
and proliferation [13]. A highly porous scaffold was obtained for
polymers such as PCL, PLA, and PLGA by using gas foaming/salt
leaching process [23,31]. This process was efficient to create highly
interconnected porous structures with porosity above 70% for these
polymers [31]. It was also reported that 87% porosity was achieved
for a PCL scaffold using 30 wt% salt concentration, and gas foaming
by CO, at 65bar and 70°C [23]. The porosity of the PCL scaffold
fabricated in this study was 91%. Interconnecting porosity achieved
by gas foaming salt/leaching for PCL was further evidenced by cell
infiltration into the construct acquired for this PCL/elastin scaffold
in our recent study [26].

3.7. Fabrication of PCL/elastin composites

PCL/elastin composites were prepared under three different
conditions: atmospheric pressure, vacuum, and high pressure CO5.
We have previously shown that an elastin hydrogel is formed
within 24 h when cross-linked at 37 °C under atmospheric pres-
sure. In contrast, the hydrogel can be fabricated in less than 1h
when the cross-linking reaction is performed under high pressure
CO, [32]. Therefore, PCL scaffolds were soaked in elastin solution
containing GA for 1 h at high pressure and 24 h under vacuum and
atmospheric conditions to form composite constructs.

FTIR, SEM and gravimetric techniques were used to assess the
efficiency of each process for the creation of homogenous 3D hybrid
scaffolds. The presence of cross-linked elastin on the top surface
(Fig. 7A) and within the cross section (Fig. 7B) of PCL scaffolds
fabricated under high pressure CO, confirmed that elastin uni-
formly penetrated within the 3D structure of PCL under these
conditions. The composite samples comprised two pore size com-
ponents: 500 wm-sized PCL components and the smaller pores of
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elastin hydrogels, similar to those produced previously [32]. In
contrast, immersing the PCL scaffold in an elastin solution under
atmospheric conditions resulted in the formation of a layer of cross-
linked elastin on the top surface of the PCL foam with no penetration
into the 3D structure (Fig. 7C and D). This effect might be due to the
surface tension of the water phase that impeded solution penetra-
tion into the pores of PCL. Atmospheric conditions are therefore
only useful for the formation of an elastin surface coating of PCL
scaffolds. Impregnation of PCL scaffolds with elastin under vacuum
conditions for 24 h slightly improved the penetration of elastin into
the PCL scaffold, but the elastin was not homogenously distributed
throughout the PCL structure as shown in Fig. 7E and F.

FTIR spectra of an elastin hydrogel showed two main peaks at
1535cm~1,and 1655 cm~! corresponding to the amide Il and amide
Ibands, respectively (Fig. 8). Similar peaks were observed for bovine
elastin and k-elastin [33], human elastin [34], bovine tropoelastin
[35], a-elastin [36,37], two elastin-like poly(pentapeptides) [38],
and synthetic elastin hydrogel [39]. The FTIR spectra of PCL showed
a main peak at 1725cm™"! attributed to C=O0 stretching; this peak
was also observed in previous studies for electrospun PCL samples
[40]. The presence of peaks assigned to PCL and elastin on the top
surface and 1 mm and 2 mm into the hybrid scaffold fabricated at
high pressure CO, confirmed the presence of elastin in all layers
of composites (Fig. 8A). However, FTIR analysis on hybrid scaffolds
produced under vacuum demonstrated elastin penetration up to
approximately 1 mm into the PCL scaffold as shown in Fig. 8B. The
results of FTIR and SEM analysis confirmed that high pressure CO,
was more efficient than the other techniques used in this study for
the production of homogenous 3D hybrid PCL/elastin scaffolds.

The weight gain and water uptake of composites fabricated
under high pressure CO, and vacuum are shown in Table 2.
Samples fabricated under vacuum exhibited lower mass gain of
3+0.08 wt% compared with those produced at high pressure CO,
(154 0.07 wt%). This was due to an increased introduction of elastin

(A)

Composite (layer 1)

Composite (layer2)

Composite (layer 3)

PCL

Elastin

1400 1500 1600 1700 1800
Wavelength (cm')

Table 2
The weight gain and water uptake ratio of PCL/elastin composites fabricated by using
high pressure CO, and vacuum.

Composite scaffolds Weight gain (wt%) Water uptake ratio (g liquid/g polymer)

15 + 0.07
34+ 0.08

35+0.1
1.1 £0.1

High pressure CO;
Vacuum

into the pores of PCL scaffolds when high pressure CO, was used
for composite fabrication compared to vacuum.

The presence of elastin within the 3D PCL matrices imparted
hydrophilicity to the composite scaffolds and affected their water
uptake properties. As shown in Table 2, hybrid scaffolds fabri-
cated under high pressure CO, exhibited higher water uptake ratio
of 3.5+ 0.1¢g liquid/g polymer compared with the one produced
under vacuum conditions (1.1+0.1g liquid/g polymer). Gener-
ally, the water uptake ratios of composites fabricated under either
high pressure CO, or vacuum were higher than PCL scaffolds
(0.03 £0.005 g liquid/g polymer).

The compressive modulus of fabricated hybrid scaffolds was
higher than of pure elastin hydrogel and lower than of PCL scaf-
fold [26]. The compressive modulus of PCL/elastin composites was
1.30 £ 0.07 MPa, which slightly exceeded the target value for carti-
lage repair, 0.5-1 MPa [26].

The stability of adsorbed crosslinked elastin within the 3D
structure of composites was evaluated by calculating the elastin
retention ratio after soaking in PBS for 1, 2, and 7 days. As confirmed
by FITR and weight gain analyses, elastin diffusion throughout the
3D PCL scaffolds was higher for the PCL/elastin composites fab-
ricated under high pressure CO, compared to those produced by
using vacuum. Therefore, elastin stability was only determined for
the composites fabricated under high pressure CO,. As shown in
Fig. 9, elastin retention ratio diminished from 86.4 +£2(w/w) % at
day 1 to 72.1 £ 1(w/w) % and 70.7 £2(w/w) % at days 2 and 7 of

(B)

Composite (layer1)

Composite (layer2)

Composite (layer 3)
e,

PCL

Elastin

1400 1500 1600 1700 1800
Wavelength (cm)

Fig. 8. Fourier transform infrared (FTIR) spectra for pure a-elastin hydrogel, PCL, and composite PCL/a-elastin scaffolds produced under high pressure CO, (A), and vacuum

(B) (Layer 1: top surface, Layer 2: 1 mm depth, Layer 3: 2 mm depth).
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Fig. 9. Elastin retention in composite PCL/elastin scaffolds fabricated under high
pressure CO, on days 1, 2, and 7 of immersion in PBS.

soaking, respectively. The decrease in retention ratio on day 2 of
immersing in PBS may be due to the removal of excess uncross-
linked elastin from the composites during washing step. However,
there was no significant change in retention ratio of elastin after the
second day of soaking. This confirmed the stability of cross-linked
elastin within the pores of hybrid scaffolds fabricated under high
pressure CO,.

The hybrid scaffold was comprised of large size pores of PCL
construct (average size of 540 wm) and small size pores of elastin
hydrogel (average size of 50 wm). The results of in vitro studies
confirmed the proliferation of chondrocytes into the 3D structure
of hybrid scaffold processed by dense gas CO, [26]. These results
demonstrate that the pores in the composite construct were
interconnected and nutrient and oxygen could penetrate through
the 3D structure of composite scaffold.

Hybrid natural/synthetic scaffolds such as chitosan/PCL
[41], collagen/PCL [6], chitosan/PLLA [42], and alginate/2-
hydroxyethylmethacrylate (HEMA) [43] have been constructed
for tissue engineering applications; generally, a porous structure
of one polymer is immersed in a solution of the other polymer
under vacuum to form these composites [6,41,42]. Mei et al. made
PCL/chitosan scaffolds by soaking prefabricated PCL foams, using
solvent casting/particle leaching, in a solution of chitosan under
vacuum pressure. The weight gain of PCL/chitosan composite is
8.4+0.1wt% when 20mg/ml of chitosan solution is used [41].
Porous alginate/HEMA hybrids can be made by supercritical
CO, assisted impregnation of alginate foams with HEMA and a
cross-linking agent [43] where the pore size and weight gains
of fabricated composites are in the range of 21-105pum and
40-170 wt¥%, respectively, depending on the HEMA and crosslinker
concentrations. Jiao et al. produced a hybrid chitosan/PLLA scaffold
by immersing PLLA scaffold, produced by a solvent casting/salt
leaching process, into a 1.5wt% chitosan solution using vaccum
[43]. When the chitosan concentration is higher than 1.5 wt%, it
is difficult for the solution to penetrate into the PLLA sponge due
to its high viscosity [43]. In our study, the negligible diffusion
of cross-linked elastin within 3D PCL scaffold fabricated under
vacuum appears to be due to the high viscosity of the cross-linking
elastin solution within 24 h of cross-linking time. However, elastin
solution penetrated into 3D structure of porous PCL under high
pressure and cross-linked. High pressure CO, was the driving
force to overcome the surface tension and viscosity of elastin
solution that can impede diffusion of solution into the porous
structure. High pressure CO, allowed us to overcome limitations
posed by more conventional methods (e.g. vacuum) such as long
processing time (e.g. 24 h) [6,8], use of organic solvent [6,8,41],
and the formation of 2D structure [6].

4. Conclusions

Dense gas processes were successfully used to create both
porous PCL scaffolds with a high degree of interconnectivity and
homogenous 3D PCL/elastin hybrid scaffolds. Porous PCL scaffolds
with average pore sizes larger than 500 wm and porosity of 91%
were produced using a gas foaming/salt leaching process. The fab-
rication of hybrid scaffolds at atmospheric pressure was efficient for
surface modification of PCL. Conducting the process under vacuum
allowed for elastin penetration up to 1 mm into the samples which
may be useful for the fabrication of thin hybrid scaffolds. However,
the fabrication of PCL/elastin composites under high pressure CO,
enabled elastin penetration throughout the 3D PCL scaffolds. The
water uptake ratio of hybrid scaffolds fabricated using high pres-
sure CO, was 3-fold higher than those produced under vacuum.
Composites fabricated using high pressure CO, may be very useful
for tissue engineering applications.
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